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Inspection certificate - mill certificate 3.1 (EN 10204) 
Rev.: 0

Date: 02/10/2017Certified to ISO 9001, ISO/TS 16949, EN/AS 9100, ISO 14001, NADCAP

Product Terms

Form: Sheets

Temper: H18
Dim: [mm] 2.00 x 1000 x 2000
Cust. article no.: S500500200AHPOM

Technical spec
Data Sheet: Rev. 00, 18-01-08

Special terms:

Order Item Lot No. Part Cast no. Pack No. Weight Net Pcs.

01

01

84808/01

00

00 01/0078438/6

01/0078438/6 1373770002

1373770001 1010 kg

1009 kg 93

93

Chemical composition ([%] weight proportion(OES)) 

Cast no. Material

01/0078438/6

Spec. min.

Spec. max.

Actual

Si Fe Cu Mn Mg Cr Zn
Otherwise

single
Otherwise

sum

0,30

0,05

0,7 0,20 0,20 1,1 0,10 0,25 0,05 0,15

0,1 0,00 0,01 0,75 0,00 0,01 0,01 0,03

0,50

Tensile test LT

Lot No. Temper Direction

84808/01

84808/01 H18 LT

Spec. min.

Spec. max.

Rm Rp0.2 A50
[%][Mpa][Mpa]

185 165 2

4201207

Other tests

Dimensional Check: OK
Surface inspection : OK

We hereby certify that the material described above has been tested and complies with the 
terms of the order contact.
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